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      Аннотация

    
        
          Исследовано влияние азота на питтинговую коррозию в стояночных условиях  аустенитных хромоникелевых сталей марок Х18Н9 и Х16Н11М3 и их сварных соединений. Установлено положительное влияние увеличения содержания азота при уменьшении содержания углерода в стали на сопротивление питтинговой коррозии. Определены значение критической температуры питтингообразования, а также безопасные пределы изменения температуры и состава окружающей среды, обеспечивающие отсутствие очагов локальной коррозии в условиях хранения, монтажа, пуско-наладки и ввода в эксплуатацию оборудования.
        

        
          The paper investigated the influence of nitrogen on pitting corrosion in austenitic Cr-Ni steels of grades 18Cr-9Ni and 16Cr-11Ni-3Мo and their welded joints under parking conditions. It was established that increasing the content of nitrogen while decreasing the carbon content had a positive influence on the pitting resistance. We determined the value of the critical temperature of pitting formation and the safe range of temperature and composition of the environment ensuring no pockets of local corrosion can emerge while the equipment is stored, installed, or put into operation.
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