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          Рассматривается задача о поведении антиплоской полубесконечной интерфейсной трещины, вершина которой совпадает с угловой точкой границы раздела материалов. С помощью интегрального преобразования Меллина получено точное решение рассмотренной задачи. Для напряжений вблизи указанной угловой точки построены асимптотические выражения, которые могут содержать одно или два сингулярных слагаемых. Для анализа роста трещины использован силовой критерий разрушения (критерий Новожилова). На основе полученного точного решения проведена оценка точности вычислений угла отклонения трещины и разрушающей нагрузки, определяемых с помощью асимптотик. Исследованы зависимости этих характеристик разрушения от параметров композиции материалов.
        

        
          An antiplane semi-infinite interface crack propagation problem has been considered, the crack tip coinciding with the angular point of the materials interface. The exact solution of the problem was obtained using the Mellin integral transformation. Asymptotic formulas for stresses near the crack tip were constructed, and they could contain one or two singular terms. To analyze the crack growth, the Novozhilov force criterion of fracture was used. Based on the obtained exact solution, the calculation accuracy of the crack angle and the destructive load, determined using asymptotics, was estimated. The dependences of these fracture characteristics on the composition parameters were investigated.
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