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      Аннотация

    
        
          Тема выпускной квалификационной работы: «Оценка склонности к межкристаллитной коррозии наплавленного металла, полученного из проволоки аустенитного класса (AISI 310)». В работе рассматривается влияние микроструктуры наплавленного металла из стали марки AISI 310 и параметров электродуговой наплавки на стойкость к межкристаллитной коррозии (МКК) выращенных образцов. Задачи, которые решались в ходе исследования: Анализ литературы в области аустенитных нержавеющих сталей, их микроструктуры и стойкости против МКК; Подбор параметров наплавки и получение двух образцов из стали марки AISI 310, заданных размеров; Оценка микроструктуры полученных образцов; Исследование стойкости образцов против МКК; Оценка влияния параметров режима наплавки и конечной микроструктуры на стойкость против МКК; Определение наиболее благоприятных параметров наплавки. Работа проведена в «Лаборатории легких материалов и конструкций» при Санкт-Петербургском политехническом университете «Петра Великого». В результате были произведены два образца с различными режимами наплавки, была исследована микроструктура каждого образца, проанализирована стойкость образцов против межкристаллитной коррозии и влияние микроструктуры на неё, оценена перспективность аддитивного производства аустенитных нержавеющих сталей и металлов, стойких против межкристаллитной коррозии. На основании проведенных исследований можно сделать вывод, что технология электродуговой наплавки весьма перспективна в качестве производства аустенитных нержавеющих сталей, стойких против МКК.
        

        
          Graduation thesis: "Evaluation of intergranular corrosion resistance in material deposited with austenitic grade wire (AISI 310) via wire arc additive manufacturing". In this work influence of microstructure of the deposited AISI 310 steel and parameters of electric arc surfacing on the intergranular corrosion resistance of the produced samples is studied. The tasks that were solved during the study: Literature analysis in the field of austenitic stainless steels, their microstructure and resistance against IGC; Selection of deposition parameters and producing two samples of AISI 310 steel of specified dimensions; Microstructure analysis of the obtained specimens;Research of resistance of specimens against IGC; Evaluation of effect of deposition parameters and final microstructure on resistance against IGC; Estimation of the most favorable parameters of deposition. The research was carried out in "Laboratory of lightweight materials and structures" at Peter the Great St. Petersburg Polytechnic University. Two samples with different deposition modes were produced, the microstructure of each sample was studied, the resistance of samples against intergranular corrosion and the influence of microstructure on it were analyzed, the prospects of additive production of austenitic stainless steels and metals resistant against intergranular corrosion were evaluated. Based on the conducted research it can be concluded that the technology of electric arc manufacturing is very promising as a production method for austenitic stainless steels that are resistant against intercrystalline corrosion.
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