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      Аннотация

    
        
          Данная работа посвящена разработке методики электрохимического полирования образцов сплава ЖС32-ВИ.  В ходе работы были выполнены следующие задачи: Изучение методик пробоподготовки для проведения металлографических исследований. Изучение теории электрохимического полирования Подбор составов электролита Подбор режима электрохимического полирования на основании полученных экспериментально зависимостей плотности тока от напряжения Проведение электрохимического полирования, анализ результатов электрохимического полирования с помощью микроскопического исследования, оценки скорости изменения толщины образца , рентгеноструктурного анализа В результате выполнения выпускной квалификационной работы была разработана методика электрохимического полирования сплава ЖС32-ВИ. А также произведены оценки изменения толщины образца и глубины деформированного слоя после полирования.
        

        
          The subject of graduate qualification work: “Development of a technique for electrochemical polishing of samples” This work is devoted to the development of a technique for electrochemical polishing of ЖС32-ВИ alloy samples. During the work, the following tasks were performed: Study of sample preparation techniques for metallographic studies. Studying the theory of electrochemical polishing Selection of electrolyte compositions Selection of the mode of electrochemical polishing on the basis of the experimentally obtained dependences of the current density on voltage Carrying out electrochemical polishing, analyzing the results of electrochemical polishing using microscopic examination, assessing the rate of change in sample thickness, X-ray diffraction analysis As a result of the final qualifying work, a technique for electrochemical polishing of the ЖС32-ВИ alloy was developed. And also estimates of the change in the thickness of the sample and the depth of the deformed layer after polishing were made.
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