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      Аннотация

    
        
          Investigated the compressive strength of concrete with fly ash of husk of millet, regarded as partial replacement of ordinary Portland cement. The strength characteristics are studied by casting 54 samples for various percentage replacements of cement. Obviously, to obtain satisfactory concrete quality fly ash of husk of millet as a pozzolanic material can be used in the cement in an amount of not more than 10 percent.
        

        
          Исследована прочность при сжатии бетона с золой лузги проса, рассматриваемого как частичная замена обычного портландцемента. Прочностные характеристики исследованы методом литья 54 образцов для разнообразных процентных замен цемента. Очевидно, что для получения бетона удовлетворительного качества зола лузги проса в качестве пуццоланового материала может быть использована в цементе в количестве не более 10 процентов.
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