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      Annotation

    
        
          В работе исследуются зависимости между параметрами сигналов акустической эмиссии (АЭ), размерами зерен и размерами микротрещин в стали 08ГДНФЛ. Рассмотрено влияние структуры, созданной тремя вариантами термической обработки на размеры микротрещин, образующихся при пластической деформации до достижения предела текучести материала. Изучена взаимосвязь размеров образующихся микротрещин, с амплитудами генерируемых при этом сигналов АЭ. Получена единая зависимость амплитуды генерируемых сигналов АЭ от размера образующихся микротрещин, независящая от варианта термической обработки.
        

        
          The paper explores the relationship between the parameters of acoustic emission (AE) signals, grain sizes and sizes of microcracks in steel 08GDNFL. It considers the impact of the structure, established by three variants of heat treatment, on the sizes of microcracks that form during plastic deformation until the yield strength of the material is reached. The correlation between the sizes of the formed microcracks and the amplitudes of the generated AE signals was analyzed. The study established a consistent relationship between the amplitude of the generated AE signals and the size of the resulting microcracks, a relationship that remains unaffected by the variation in heat treatment methods.
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