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      Аннотация

    
        
          A combined numerical and experimental technique to obtain a Forming Limit Diagram of thin sheet metal for metal forming by movable media was developed. The technique is based on deforming sheet samples until failure by pressure of polyurethane into a variety of the elliptical dies. The required strain state is defined by the proportion of elliptical die window. Through-thickness strain of the sample near to a zone of failure or necking was measured, and major in-plane strains were obtained by finite-element simulation based on the known metal properties.
        

        
          Разработана расчетно-экспериментальная методика получения диаграммы предельных деформаций тонколистового металла для процессов формовки подвижными средами. Суть методики заключается в разрушении образцов давлением полиуретана при вариации размеров эллиптических матриц для создания требуемого деформированного состояния. В экспериментах и расчетах использованы матрица с круглым отверстием диаметром 100 мм и матрицы с овальными отверстиями с размерами 38х100 мм и 50х100 мм. Измерена толщина образца вблизи зоны разрушения или шейкообразования и найдена  деформация по толщине. Соотношения между главными деформациями определены конечно-элементным расчетом на основе известной кривой деформационного упрочнения материала.
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                Количество обращений: 423
                

                За последние 30 дней: 4
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