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          Исследованы процессы структурообразования при горячей прокатке электротехнической анизотропной стали. Показано, что формирование структуры поверхностных слоев горячекатаной полосы происходит в результате совместного действия фазового превращения и динамической рекристаллизации. На основании результатов исследования установлено, что неоднородная по толщине горячекатаной полосы ЭАС структура формируется из-за неоднородного развития фазового превращения. Поверхностные слои полосы во время прокатки охлаждаются быстрее, чем центральные, вследствие чего фазовое превращение протекает в них интенсивнее.
        

        
          We have studied the processes of structure formation during hot rolling of grain-oriented silicon 
steel. We have confirmed that the structure of surface layers of a hot-rolled strip forms as 
a result of two processes: the phase transformation and dynamic recrystallization. The 
central layers form as a result of recovery of deformed grains. Based on the obtained results, 
we have established that a structure that is inhomogeneous in the thickness of the hot-rolled 
strip forms due to non-uniform phase transformation. The surface layers of the strip are 
cooled faster than the central ones during rolling because the phase transformation proceeds 
more intensively in these layers.
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