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      Аннотация

    
        
          In this work, the mechanical properties of short polypropylene fibers with different structures were investigated. The main characteristics, including tensile strength, Youngs modulus, strain at maximum load, and work of rupture were determined. In addition, fiber samples were examined for creep at various loading levels up to 50 % of the tensile strength. Relationship between the creep strain rate and applied stress for the fiber samples was determined. The results obtained can be used for selection the synthetic fibers for the reinforcement of cement-based composites.
        

        
          Исследованы механические свойства коротких полипропиленовых волокон различного строения. Определены основные характеристики, включая прочность при растяжении, удлинение при максимальной нагрузке, работа разрыва и модуль упругости. Образцы волокон исследованы на ползучесть при различных уровнях нагружения до 50 % от прочности при растяжении. Для образцов волокна была выведена зависимость между скоростью ползучести и приложенной нагрузкой. Полученные результаты могут быть использованы при выборе армирующих волокон для бетона.
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