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      Аннотация

    
        
          The article deals with the issues of increasing the fatigue strength of critical parts and components of construction machines and equipment, which are more often subjected to fatigue failure under the influence of variable complex loading. A quantitative estimate of the size of the fatigue fracture zones in the parts and joints installed in the building structures and power circuits of this construction equipment has been made. A new technique for technical diagnostics of the causes of fatigue destruction of knots of construction machines and structures is considered, revealing regularities of changes in microhardness in various zones of fatigue fractures. The results of measurements of microhardness in the zones of fatigue fractures are obtained. The systems of standard regression equations are obtained that allow one to quantify the parameters of the loading regime that led to destruction. A computational subroutine has been created that allows us to obtain analogous equations by processing the microhardness measurements of the fracture under study, and comparing them with the reference equations, give a reasonable quantitative conclusion on the causes of failure.
        

        
          Рассматриваются вопросы повышения усталостной прочности ответственных деталей и узлов строительных машин и оборудования, чаще подверженных усталостному разрушению при воздействии переменного сложного нагружения. Произведена количественная оценка размеров зон усталостного разрушения в деталях и соединениях, установленных в строительных конструкциях и силовых схемах указанных строительных оборудований. Рассмотрена новая методика технической диагностики причин усталостных разрушений узлов строительных машин и конструкций выявлением закономерностей изменения микротвердостей в различных зонах усталостных изломов. Представлены результаты измерений микротвердостей в зонах усталостных изломов получены системы эталонных регрессионных уравнений, позволяющих количественно оценить параметры режима нагружения, приведших разрушению. Создана вычислительная подпрограмма, позволяющая путем обработки данных измерений микротвердостей исследуемого излома получить аналогичные уравнения, и сравнивая их с эталонными уравнениями, дать обоснованное количественное заключения о причинах разрушения.
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