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Abstract. Damage that occurs in reinforced concrete elements can reduce the capacity and serviceability of
these elements. One of the damages that may be encountered is spalling or delamination of concrete covers.
Repairs to this type of damage can be carried out by patching methods. This research uses unsaturated
polyester resin mortar (UPR-mortar) as a patch repair material to recover the damage of two-way slabs.
Laboratory investigations were carried out to determine the effects of variations in patching location and
loading on the ultimate capacity. The development of crack patterns as the load increases, the final yield lines
formed at the time of collapse, and the magnitude of the ultimate load are the main data discussed in this
research. In addition, load-deflection behavior, stiffness and toughness are also presented and discussed.
Yield Line Theory (YLT) has been applied using virtual work principle with several assumptions and
simplifications to estimate the ultimate load of the slabs. The experimental results show that UPR-mortar is
able to recover the capacity and stiffness of the damaged slab, but it can not restore the toughness to the
original level. The theoretical strength of the patched repair slabs estimated by simplified YLT shows that it is
at least 90 % compared to experimental results.

1. Introduction

Reinforced concrete slab is widely used as floor elements in multi-story building structures. One type of
slabs that is commonly found is rectangular slab which is supported on all four sides. This type of slab is known
as a two-way slab. As part of structural system, reinforced concrete slab must be designed in such a way that
they have sufficient capacity to be able to bear all the load combinations that the building will receive. The
adequacy of the slab capacity in carrying the load can be expressed from the value of the safety factor. The
structural concrete designers refer to Codes of Practice to ensure that the value of this safety factor is met [1,
2]. In reality, we must realize that the ultimate strength of slab may decrease along with the life of the building,
and so it lowers the safety factor level over time. There are several factors that can reduce the value of this
strength, for example, the degradation of concrete components that arise a result of high intensity of seismic
load [3], fire exposure [4], reinforcement corrosion [5, 6], etc. In the case of reinforcement corrosion, the
degradation of concrete components can be in the form of cracking, spalling and delamination of concrete
covers [7—-11]. In such situation, it is necessary to repair the damaged concrete components and corroded
reinforcement so that the strength and serviceability of reinforced concrete slabs are restored. Several
methods can be used to repair such damage including patching [12—-14] and strengthening [15-24] with
various materials and techniques. In term of patching, this method requires patch repair material which must
meet several criteria including compatibility in mechanical properties, compatibility in dimensional properties,
and compatibility in durability [13, 25-30]. One potential repair material that meets these criteria is unsaturated
polyester resin mortar or UPR-mortar [31-34].

The ability of UPR-mortar in recovering the capacity of reinforced concrete slab patched with this
material can be demonstrated by comparing the ultimate capacity of the patched repair RC slab with the
normal RC slab. The ultimate capacity of reinforced concrete slab can be determined from the loading test
results and estimated through theoretical calculations. In the loading test, ultimate capacity refers to when the
slab is no longer able to bear an increase in load before it finally collapses [17, 34-37]. When the slab reaches
the collapse phase, the crack lines show a certain pattern that can explain the mechanism of slab collapse.
Crack lines that describe the collapse mechanism are also known as yield lines. Yield line pattern is an
important parameter that is interesting to study because it becomes the basis in estimating the ultimate load
of reinforced concrete slabs according to Yield Line Theory or YLT [38—42]
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In principle, YLT assumes that reinforced concrete slabs have a uniform cross section and has a flexural
collapse mode. Other important variables that influence the analysis according to this theory include the type
of boundary conditions and the pattern of loading. In the case of reinforced concrete slabs that have been
patched with UPR-mortar, the existence of patching zones makes the uniformity assumption unfulfilled. In the
case of patched repair one-way slabs that carry a concentrated load in the center of the slabs, it has been
shown that patching zones cause changes in yield line patterns and consequently ultimate load values also
change [34].

Calculation of ultimate load according to YLT can be explained briefly as follows [43]. When the slab
collapse mechanism occurs, the yield line is seen as the axis of rotation of the slab segments. The slab support

line also acts as a rotation axis. The ultimate moment capacity (71,) of reinforced concrete slabs per 1 m wide
for a given reinforcement ratio can be calculated by Equation (1) as follows:

m, :As-f)-[d—0.59-As-%j, (1)

c

where 4; is the area of tensile reinforcement per meter width of the slab, f, the yield stress of the steel

reinforcement, fc concrete compressive strength, d the distance between the center of the tensile
reinforcement and the outer concrete compressive fiber. In certain cases, it is often necessary to determine
the ultimate bending moment capacity along the yield line that has a direction not the same as the main axis

of reinforcement of the slab. If the ultimate bending moments per unit width in the x and y directions

respectively are myx dan myy, then the ultimate bending moment in any yield line (mun) is obtained from
Johansen's criteria (Figure 1), and is expressed in Equation (2) as follows:

. 2 )
m,, =m, cos” «+m,sin” a, (2)

where the x and y axes are the reinforcement slabs, while a is the angle formed by the direction of the yield
line with the y axis (see Figure 1).

The yield line pattern obtained from experimental investigations was used as validity for the assumption
of location and yield line orientation that occurred on reinforced concrete slabs. Ultimate load P, calculation
was derived by the virtual work method [41]. Internal work done by the bending moment that occurs on the

slab is Zmun -¢9n - L, where 6, is the relative rotation angle of the two slab segments to a yield line (Figure 2)
and L, is the length of the yield line. External work done by external forces in the form of concentrated load is
> Pu - A, where P, is the ultimate load, and A is slab deflection. The principle of virtual work states that external
work is equal to internal work as expressed in Equation (3):

Z:n/lun.en'lo :thA (3)
The value of 8, is explained by Figure 2 whichiis A/ bl+ A/ b2.
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Figure 1. Yield line at general angle Figure 2. Rotation of slab segments (&)

to orthogonal slab reinforcement. about each yield line.

Previous study suggests that UPR-mortar could be used to repair a damage on one-way slabs under
concentrated load applied at the center of the slabs. Both experimental results and theoretical calculation
using simplified YLT confirm the capability of UPR-mortar to restore the strength of the damaged slabs [34].
The results of the previous study encourage researchers to further investigate the application of UPR-mortar
to restore more general cases of spalled reinforced concrete slabs. This research aims to determine the
influence of patching zone locations on their associated yield line patterns and ultimate loads for the two-way
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slab type. In addition to the patching zone variable, this research will also include an investigation on the effect
of location/position of a concentrated load. Both experimental investigation and theoretical calculation of
ultimate load using simplified YLT will be covered in this research.

2. Methods

In this research, 8 (eight) reinforced concrete slab specimens have been made with size
(lengthxwidthxthickness) each of which is 1350x950x80 mm. In the short direction, the steel reinforcements
are 7D10mm, while in the long direction they are 5D10mm (Figure 3). The first slab represents normal
reinforced concrete slab without damage. The second slab represents reinforced concrete slab with spalling
dimensions 300x200%x30 mm and no patching. The spalling is simulated by cut out. The other six slabs
represent spalling of reinforced concrete slabs but they have been patched with UPR-mortar with variations in
patching locations. The types of slab specimens, identity, and parameter variations are summarized in Table
1 and 3.

Table 1. Types of reinforced concrete slab specimens.

Slab identity Slab type, patching position, and concentrated load (P) position
N Normal slab, without spalling (cut out), centric load
RO Unrepaired slab, with spalling (cut out) but no patching, centric load
R1 Repaired slab, centric patching, centric load
R2 Repaired slab, eccentric patching, centric load
R3 Repaired slab, eccentric patching, centric load
R4 Repaired slab, eccentric patching, centric load
R5 Repaired slab, eccentric patching, eccentric load
R6 Repaired slab, eccentric patching, eccentric load
->B
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Figure 3. Slab size, reinforcement, patching position and load on plate specimen R1.

The slab size, reinforcement, patching position and load of one of specimen of reinforced concrete slabs
(R1) are shown in Figure 3. The average compressive strength of concrete used to make reinforced concrete
slabs was 29.47 MPa, while the tensile strength of reinforcing steel was 350.52 MPa. After the reinforced
concrete slab has been casted, the curing process was done by wetting the specimen with water for 21 days
and continued by storing the specimen in a laboratory environment for 3 months. After 3 months in a laboratory
environment, reinforced concrete slabs were prepared for a load test. One day before the load test was carried
out, the slabs (except slab N and RQ) were patched first with a UPR mortar. UPR mortar was made with
materials and composition: 950 kg of sand, 808 kg of cement, 143 kg of fly ash, 475 kg of UPR, and 14.25 kg
of hardener per m3. This UPR mortar composition gave an average compressive strength of 75 MPa and a
tensile strength (flexural) of 24.6 MPa when tested at 1 day of age.

All specimens of reinforced concrete slabs were laid on four sides with a simple-support type. The
distance between the supports in the short and long spans were 800 mm and 1200 mm, respectively
(Figure 3). External force in the form of concentrated load were applied according to their variations (Table 3).
The load was applied to the slab at an increment of 0.5 kN. The maximum deflection that occurred under load
was measured by a dial gauge. Observation of the crack pattern that occurred at the bottom of the slab was
done from the initial load until the slab collapses. Figure 4 illustrates an example of testing on one of the slabs.
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(a) Load applied on slab via hydraulic jack (b) Measurement of deflection under the slab
using dial gauge

Figure 4. Overview of loading and measurement of deflection on the slab.

3. Results and Discussion
3.1. Effects of Patching on the Development of Crack Pattern

Table 2 shows the development of crack patterns as load increases. At the initial phase before the first
crack occurs, the distribution of the bending moment at the cross section of the slab follows the elastic theory.
After a crack occurs, it causes a decrease in the stiffness of slab at the cracked section; consequently, it leads
to a change in the moment distribution. At the tensile zone of the cracked section, a higher tensile stress is
transferred to the steel reinforcements. Further increase of load causes the steel reinforcements at this
cracked section reach their yielding stress. This crack forms the first yield line. Increasing load after the first
yield line will produce more cracks to form a number of yield lines which divided the plane of the slab into
several segments that incite the collapse mechanism. When the collapse mechanism has been formed, the
slab reaches a phase of failure [38, 40].

Table 2 also illustrates the comparison of the development of crack patterns that occur on one of the
slabs that have been repaired with UPR-mortar (slab R1) compared to normal slab (slab N), starting from the
first crack, yield, ultimate and failure phases. In the first crack phase, it is shown that patching causes the
crack to occur not starting in the middle of the slab, but outside the patched area. Meanwhile, for normal slab,
cracks are initiated from the center of the slab where maximum moments occurred. In subsequent phases
(yield, ultimate, and failure), it is also shown that the crack line never crossed the patched area. In terms of
crack intensities that occurred in slab N and slab R1, they show similarities. This indicates that patching with
UPR-mortar produces slab which have the ability to redistribute bending moments well before collapse, as in
the case of normal slab [34].

3.2. Effect of Patching and Load Position on Final Crack Pattern

The influence of patching area and concentrated load positions to the crack patterns are also examined
in this research. Variations in the positions of the patching area include: centric position in the middle of the
slab plane, eccentric on one axis, and eccentric on two axes. Variations of concentrated load positions are
similar to patching area. The influence of patching area and load positions to the final crack patterns that
describe the collapse mechanism of each slab and their corresponding ultimate load are presented in Table 3.

Generally, due to concentrated load, crack patterns in the collapse phase tend to form curves with radial
lines forming circular fan patterns [34, 35]. This is different from the crack pattern in the slab with evenly
distributed loads, which form triangular patterned segments between the yield lines [43]. Concentrated load
position has a significant effect on crack patterns. The area under the concentrated load is a potential position
for the initial crack. The development and propagation of the crack lines in the radial direction is started from
the point under this concentrated load. When the concentrated load is placed at the center of the slabs or
centric to the slab axes (N, RO, R1, R2 and R3), the crack lines is started in this point as well with the exception
of R1. The present of patching on the center of the slab causes the crack lines occur outside the patching
area. This is because the patching material (UPR-mortar) possess a higher tensile stress (about 24.6 MPa)
compared to substrate concrete (about 3-7 MPa). Hence, the maximum bending moment at the center of the
R1 does not initiate crack in this area. Meanwhile, when the concentrated load is shifted to be an eccentric to
the axes (R4, R5, R6), it is seen that the starting point of the crack lines is also shifted following the load
position. In all cases, the crack lines never cross the patched zone. This finding confirms the previous
results [34].
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Table 2. Development of crack patterns on normal slab and patched repair slab.

Phase Normal slab (N)

2 3\4 5 6.7

Patched repair slab (R1)

20 21 22 23 24 25 28 7],

EREHESEHE

First crack ! A 450 - By

Yield

Ultimate

Failure

X loading position

Table 3 also indicates the failure mode observed on slabs during the experimental investigation. Not all
slabs exhibit flexural mode failure, but some slabs specimens show punching shear mode failure (slabs RO,
R1 and R5). This punching shear is marked by the sinking of the steel plate which is used to transfer the
concentrated load to the slab (Figure 5. (b)). Additional failure mode in the form of delamination is also noticed
in slab R1 (Figure 5 (a)). Since this delamination is only occur in R1, it is of interest to investigate more detail
on the bond between patching material and concrete substrate in this slab. It was noticed that when the
patching material was applied to fill the cut out of the slab R1, the patching material did not entirely seal the
cut out. There was a gap between the interface of cut out and patching material at one of the perimeters. This
gap eventually triggered a “push off” when concentrated load was applied.

It is also interesting to note the effect of the supports. The slabs were laid on four supports without any
restraints against upward displacement. Hence, when the concentrated load was imposed, it caused uplift at
the corner of the supports. This uplift of the corner slab caused the yield lines direction to shift i.e. the yield
lines did not form toward the corner point of the slabs as theoretically expected [38], instead they were diverted
toward the side of the slabs. With this kind of yield line patterns, the slab's ultimate load will be lower than the
pattern with yield lines toward the corner.

3.3. Ultimate load

The results of experimental investigations demonstrate how spalling on reinforced concrete slab
(represented by cut out of slab RO) significantly causes a reduction in slab ultimate strength. From Table 3, it can
be shown that the ultimate load (Pu) of RO is 50.35 kN or 75.5 % to that of normal slab (V). The cut out reduces
the thickness of the slab; consequently this thickness reduction leads to decrease in both the bending moment
capacity [44] and punching shear capacity [45]. In the case of slab RO, reduction of punching shear capacity is
more critical as shown by the emerged punching failure mode of this particular slab. Comparing the ultimate load
of RO and R1, R2, and R3, it is also confirmed that patching with UPR-mortar could restore the ultimate strength
of the slabs to a level close to the original strength (V) with the exception of R1. The lower ultimate load of the
R1 could be related to the failure mode of this slab as explained in the previous section.
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Table 3. Final crack pattern of slabs and their ultimate load.

Ultimate load and failure

Type of slab Sketch of final crack pattern Bottom surface of slab after failure mode
[isisdftsunununwn dunnanAnans
L /’/F;
Slab N P, ex = 66.68 kN
Flexural failure
Slab RO P, ex =50.35kN
Punching shear
Slab R1 Punching shear and
delamination of patching
material
Slab R2 Py ex = 69.40 kN
Flexural failure
Slab R3 Pyex =63.05kN
Flexural failure
Slab R4 P, ex =50.80 kN
Flexural failure
Slab R5 P, ex =57.61kN
Punching shear
B
\ {
i [EamEuERc A Piex =60.78 kN
Slab R6 u,ex
° e Flexural failure
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X Joading position

Figure 5. (a) Delamination of patching material UPR-mortar; (b) Punching shear in slabs.

The ultimate load of R4, R5, R6 represent the ultimate load of slab where the concentrated load is
applied eccentric. It is unfortunate that we did not test a normal slab with an eccentric applied load to confirm
the capability of the UPR-mortar in restoring the strength of the damaged slab. However, comparison of
theoretical and experimental ultimate load can be used to indicate the strength recovery after patching with
UPR-mortar as discussed in the following paragraphs.

Ultimate load of the slabs has been obtained from experimental investigations (P, «). In this section, the

value of P, ¢ will be compared with a theoretical approach based on yield line theory (YLT). In using this theory,
it is assumed that the cross section of the slab per unit width is the same. It is supposed that the presence of UPR-
mortar will cause this assumption to be incorrect. However, in the context of simplification of ultimate load
calculation, the assumption of uniformity is maintained. The influence of the patching is only taken into account in
relation to the changes in the yield line patterns that occur between normal and patched slab. The yield line pattern
will affect the estimated ultimate load as described in the next section. Thus, simplification in this theoretical
approach was merely derived from the pattern of yield lines. Meanwhile, the various types of collapse (flexure,
punching, delamination) and the phenomenon of corner levers are also ignored.

a2
1\‘ Lx=1200 mm
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Notation:

YL-1, YL-2, YL-3, YL-4 = yield lines

al, a2, a3, a4 = yield line slope direction (YL-1, YL-2, YL-3, YL-4)

b13 = length component to calculate the rotation angle 6n on YL-1 and YL-3
b24 = length component to calculate the rotation angle 6n on YL-2 and YL-4

Figure 6. Calculation of P, on a normal plate with the virtual work method.

Figure 6 shows the yield line pattern on the normal slab (V) used to calculate P, by the virtual work
method. The calculated data used are as follows. Slab span in the long and short direction respectively are 1200
mm and 800 mm. The tensile strength of steel reinforcement is 350.5 MPa and the compressive strength of

concrete is 29.47 MPa. Flexural reinforcements in the long direction are 5D10 mm (4 = 392.7 mm?2), while in
the short direction are 7D10 mm (45 = 549.78 mm2). With a slab thickness of 80 mm, the effective heights (d)
in the long and short direction are 45 mm and 55 mm, respectively. By using Equation (1), the ultimate bending
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moment capacity per 1 m width of the slab in the long direction (m.x) and in the short direction (m.y) are
respectively 6,535,305 N.mm and 7,705,521 N.mm. The yield line of YL-1, YL-2, YL-3 and YL-4 are formed at
an angle a to the y-axis successively at 80°, 42°, 80°, and 42°. By using Equation (2), an ultimate bending
moment is obtained for each yield line (m.,) respectively of 7,670,235 N.mm, 7,059,252 N.mm, 7,670,235 N.mm
and 7,059,252 N-mm. The length of each yield line (L,) is respectively 0.609 m, 0.538 m, 0.609 m, and 0.538 m.
With the length components of b1 and b2 for YL-1 (see Fig. 1), each is 406.2 mm and A (deflection of slab under
loading) measured from experiments of 30.89 mm, a rotation angle (&,) is obtained for 0.1521 radians. In the
same way, values (6,) for YL-2, YL-3 and YL-4 are respectively 0.1033 radians, 0.1521 radians and 0.1033
radians. Internal work (i) is calculated from the left-hand section of Equation (3) of 2,206,971 N.mm. Finally,
with Equation (3), the ultimate load value (P,) for normal slab is 71,446 N or 71,446 kN. The ratio of theoretical
P, values to experimental Py (R = P,/P., ) is 1.07.

In the same way, the P, is calculated for each slab according to its corresponding crack pattern and the
results are presented in Table 4. The results of calculation by simplified YLT theory show that the ultimate
strength is at least 90 % compared to the experimental result, except for slab R2. The possible reason of lower
value of theoretical ultimate load of R2 compared to that of the experimental value could be traced from the
crack’s intensity. As shown in Table 3, the slab shows a greater intensity of cracks before failure. This intensity
of cracks indicates that the R2 slab capable to redistribute the bending moment at high load level. Hence, the
obtained experimental ultimate load is appreciately high (69.4 kN). Meanwhile, the simplified YLT does not
consider the intensity of cracks for estimating the ultimate load.

Table 4. The estimated results of the ultimate load value (P,) based on YLT.

Slab YL & Mun — Lom) A(mm) bl (mm) b2 (mm) 6, (rad) Wi(N.mm) P, (kN) Pyex(kN) R

() (N.mm)

N YL-1 80 7,670,235 0.609 30.89 406.2 406.2 0.1521 2,206,971 71.446 66.68 1.07
YL-2 42 7,059,252 0.538 597.8 597.8 0.1033
YL-3 80 7,670,235 0.609 406.2 406.2 0.1521
YL-4 42 7.059.252 0.538 597.8 597.8 0.1033

R1 YL-1 80 7,670,235 0.457 9.15 507.7 304.6 0.0481 522,181 57.069 53.07 1.08
YL-2 70 7,568,632 0.479 532.1 319.3 0.0459
YL-3 40 7,018,810 0.392 466.7 777.9 0.0314
YL-4 35 6,920,294 0.523 523.0 871.7 0.0280

R2 YL-1 43 7,079,598 0.547 18.12 546.9 586.5 0.0640 982,937 54.246 69.4 0.78
YL-2 45 7,120,413 0.566 565.7 565.7 0.0641
YL-3 42 7,059,252 0.538 538.3 597.8 0.0640
YL-4 40 7,018,810 0.522 522.2 522.3 0.0638

R3 YL-1 45 7,120,413 0.566 18.06 565.7 565.7 0.0639 1,028,757 56.963 63.05 0.90
YL-2 45 7,120,413 0.566 565.7 565.7 0.0639
YL-3 45 7,120,413 0.566 565.7 565.7 0.0639
YL-4 45 7,120,413 0.566 565.7 565.7 0.0639

R4 YL-1 40 7,018,810 0.522 14.27 622.3 622.3 0.0459 707,474 49.578 50.80 0.98
YL-2 40 7.018.810 0.522 622.3 622.3 0.0459
YL-3 45 7,120,413 0.566 565.7 565.7 0.0505
YL-4 40 7,018,810 0.522 622.3 622.3 0.0459

R5 YL-1 25 6,744,312 0.386 10.69 331.0 828.2 0.0452 566,929 53.034 57.61 0.92
YL-2 25 6,744,312 0.497 331.0 1064.8 0.0423
YL-3 40 7,018,810 0.587 700.1 456.9 0.0387
YL-4 45 7,120,413 0.495 424.3 636.4 0.0420

R6 YL-1 40 7,018,810 0.392 6.53 587.4 466.7 0.0251 383,376 58.710 60.78 0.97
YL-2 70 7,568,632 0.585 212.8 638.5 0.0409
YL-3 30 6,827,859 0.346 600.0 1,000.0 0.0174
YL-4 70 7,568,632 0.319 212.8 877.1 0.0381
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3.4. Load-Deflection Behavior

Global response of slabs under concentrated load could be characterised by the load-deflection
behaviour. Figure 7 shows the load-deflection behaviours of the investigated slabs, which are presented into
three groups. The first group (Figure 7 (a)) are slabs with centric imposed of concentrated load (N, RO, R1)
but each slab represents respectively normal, cut out without being repaired, and patch repaired slab. This
group (Figure 7 (b)) is intended to show the influence of spalling (cut out) and repair by UPR-mortar on the
behaviour of slabs. The second group consists of R1, R2, R3 to identify the influence of patched area location
on the global response of the slabs. Similar to the first group, the centric concentrated load is also applied.
The last group (Figure 7 (c)) are slabs (R1, R4, R5, R6) having similar patched area and location, but the
concentrated load is imposed at varying positions. Different to those of the first and second group where the
maximum deflections are observed at the centre of the slabs, the maximum deflections of slabs in the third
group occur eccentrically following the position of the imposed loads.
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(a) Influence spalling (cut out) and patching
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(c) Influence of concentrated load position
Figure 7. The load-deflection behaviour of the investigated slabs.

Generally, four phases of response can be identified: the first phase is a linear response with a high
stiffness up to the initiation of cracks. The load causing the first crack (Pc) and its corresponding deflection
(Ac) for each slab has been summarised in Table 5. The second phase indicates that the linear behaviour is
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maintained but the stiffness of the slab is lower than that of the first phase. The lower stiffness is attributed to
the propagation of cracks intensity as the imposed load increases. This phase is end when the reinforcement

starts to yield. Table 5 shows the load (Py) and its corresponding deflection (Ay) at the first yield of the
reinforcement for each slab. After the first yield, the slab still capable to receive a higher load but a plastic
response can be observed as indicated by large deformation. The peak load (Pu) marks the end of this phase.
The value of peak load (Pu) and its corresponding deflection (Au) for each slab can be seen in Table 5. After
peak load, the slab still capable to show ductile behaviour before rupture, in which the slab deforms even
though the imposed load is decreased. The maximum deformation (Amax) when the slab rupture is shown in
Table 5.

Table 5. Load-deformation parameters of the slabs.

Slab ID Pc (kN) Ac (mm) Py (kN) Ay (mm) Pu (kN) Au (mm) Amax (mm)

N 33.57 2.68 47.35 4.47 66.68 19.80 30.89
RO 9.98 0.71 21.21 3.86 50.35 15.70 17.88
R1 32.66 0.98 36.11 1.16 53.07 7.09 9.15
R2 13.61 0.60 36.29 3.58 69.40 17.20 18.12
R3 21.77 0.93 42.18 297 63.05 14.20 17.14
R4 23.59 2.47 35.87 3.64 50.80 14.27 15.55
R5 26.31 2.01 46.97 3.80 57.61 7.32 11.71
R6 17.24 0.61 43.72 2.49 60.78 8.38 10.14

There are other important parameters which can be deduced from the load-deflection behaviour i.e.
stiffness, toughness, etc [15, 45, 46]. Stiffness indicates the deformation (deflection) resistance of the slab
against the imposed load. The value may be determined by the slope of the load-deflection curve from the first
initiation of cracks to the deflection equal to 3 mm. However, some of the investigated slabs show the
reinforcement is already yielded at a deflection below 3 mm. Hence, for the current research the deflection at
the first yield is used instead of the 3 mmm limit to determine the stiffness. The characteristic of slab to absorb
energy (toughness) can be recognised from the area under load-deflection curve. The value of stiffness and
toughness are presented in Table 6.

Table 6. Stiffness and toughness of the slab,

Slab ID Stiffness (kN/mm) Toughness (kN.mm)
N 7.70 1774.19
RO 3.57 659.88
R1 19.17 403.59
R2 7.61 897.95
R3 10.00 887.10
R4 10.48 532.90
R5 11.55 607.48
R6 14.09 515.58

The influence of cut out and patching can be observed from Figure 7(a). It is obvious from the figure
that spalling of slab (as simulated by cut out) causes reductions of the slab capacity, stiffness and toughness.
Application of UPR-mortar to patch the cut out (R1) can be expected to recover the capacity, stiffness and
toughness of the slab. However, the increase can only be observed at early phase up to a load of about 50 kN.
After this load level, the repaired slab does not show large deformation due to the punching shear and
delamination failure mode. It seems that delamination that occur in this slab (see Figure 5 (a)) terminates the
response of the slab to receive higher load level. If there is no delamination, UPR-mortar could be effective to
restore the deficient capacity and stiffness of spalling slab. This is confirmed by the higher capacity and
stiffness of all other repaired slabs compared to those of the slab with cut out (RO). In term of toughness, it
seems that UPR-mortar could not restore the toughness to the original toughness of normal slab (N).

The influence of patched area location can be observed from Figure 7 (b). The general trends of the
load-deflection curves show similarity. However, there is evident that patched area location affects the
characteristic values of strength, stiffness, and toughness of the slab (Table 6). Meanwhile, the influence of
concentrated load position can be observed from Figure 7 (c). Except for R4, all other slabs show similar trend
of the load-deflection curve. The different in the load-deflection curve of R4 from the other slabs could be
associated with the fact that the concentrated load are applied right above the interface between the repair
material and substrate concrete (Table 3). This load position will induce stress concentration at the interface
leading to high deformation at this location. Hence, the stiffness, toughness and capacity of R4 are lower than
others.
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4. Conclusions

In this research, experimental investigations have been carried out to determine the cracks pattern and
ultimate load of two-way reinforced concrete slabs patched with UPR-mortar under concentrated load, with
variations of patching area and load positions. The main conclusions can be stated as follows:

e The development of cracks patterns in both normal slab and patched repair slabs show similarity
where the crack is initiated at the tensile side of the slabs at a point under load position. It is interesting to note
that the crack lines do not cross the patched area as a result of high flexural strength of the UPR-mortar (24.6
MPa).

¢ Final crack patterns (failure phase) in normal slab or patched repair slabs tend to form circular-fan
pattern. The intensity of the crack lines in the two types of slabs show similarity. This indicates that the use of
UPR-mortar as a patch repair material could redistribute the bending moment in similar way to that of normal
slab.

¢ Not all slab specimens have a flexural failure mode, but some specimens show a punching shear
mode (RO, R1, R5). Additional delamination of the repair material could occur if the patching process was not
done properly (R1).

e The corner levers phenomenon (uplift in the slab corner region) due to the absence of restraint against
upward displacement in the slab support affects the yield line patterns in which the yield lines tend to divert
toward the side of the slab.

e The simplified YLT has been applied with the principle of virtual work to estimate the ultimate load of
the slabs. The results of calculation by simplified YLT theory show that the ultimate strength is at least 90 %
compared to the experimental result, except for slab R2.

e The load-deflection behavior of the slabs (either normal or repair) can be identified into four phases:
linear response with high stiffness up to first cracks, linear response from the first cracks up to the first yield
of reinforcement, plastic response from the first yield to the peak load, and further ductile response from the
peak load to the rupture.

o UPR-mortar can recover the capacity and stiffness of the damage (cut out) slab but it cannot restore
the toughness to the original value (normal slab).
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