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      Аннотация

    
        
          В работе приведено обоснование актуальности замены резины на более совершенный эластомер - полиуретан. Представлены классификация и основные конструктивные параметры отечественных массивных шин. Приведено описание экспериментальной установки для изучения вопросов нагрева и изнашивания упругого обода колеса при качении с проскальзыванием. В работе приведены пять основных видов отказов полиуретановых массивных шин и подробно рассмотрен вопрос нагрева полиуретанового обода при качении.
        

        
          The topic of my final qualifying work is: "Experimental study of the main types of failures with elastic polyurethane wheels rim." The paper describes the case for the relevance of replacement tires for a better elastomer - polyurethane. The classification and the basic design parameters of domestic solid tires. The description of the experimental setup for studying the issues of heating and wear elastic rim rolling with slippage. The paper presents the five basic types of failures polyurethane solid tires and discussed in detail the issue of heating polyurethane rim rolling.
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