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          Данная работа посвящена изучению поляризованной люминесценции глицеринсодержащих водных растворов углеродных наноточек, полученных методом темплатного синтеза в порах мезопористых частиц кремнезема. Установлены зависимости интенсивности фотолюминесценции коллоидных растворов углеродных наноточек от вязкости и температуры раствора. Наблюдаемая зависимость обратной анизотропии связывается с наличием сегментарного движения атомных групп, ответственных за люминесценцию относительно их ядра. Приведено сравнение теоретической модели с экспериментом и оценены размеры вращающихся фрагментов.
        

        
          In this work, we study a polarized luminescence of glycerol-contained aqueous solutions of the carbon nanodots, which were obtained by the template synthesis in the pores of mesoporous silica particles. The dependences of the photoluminescence intensity of colloidal solutions of carbon nanostructures on viscosity and solution temperature are established. The observed dependence of the inverse anisotropy is associated with the presence of segmental motion of atomic groups that are responsible for the luminescence of carbon nanodots relative to their core. A comparison of the theoretical model with the experiments is given, and the sizes of the rotating fragments are estimated.
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