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      Annotation

    
        
          В данной работе изложена сущность поверхностного упрочнения и полировки поверхности изделий из металла методом обкатки. Были приведены общие понятия и причины упрочнения детали после поверхностного деформирования. Были рассмотрены эксперименты по обкатке валов разных диаметров при разных технологических параметрах. Методом измерения микротвердости были определены толщина упрочнённого слоя и степень упрочнения; также рентгенографическим методом были определены остаточные напряжения.
        

        
          In this work the essence of hardening and polishing of the metal surface by the method of roller burnishing was considered. The general concepts and reasons for hardening during surface deformation were given. The experiments of roller burnishing of shafts of different diameters at various technological parameters were considered. The thickness of the hardened surface layer and the degree of the strengthening was studied by microhardness test; the residual stresses were determined by the X-ray method.
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