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      Аннотация

    
        
          В данной работе будет проведен сравнительный анализ газотермических методов нанесения никелевых покрытий на основе никеля. Одним из наиболее эффективных и экономически целесообразных способов повышения коррозионной и эрозионной стойкости является нанесение покрытий на основе никеля. Были рассмотрены методы: Детонационного напыления, Плазменного напыления, Газопламенного напыления и Высокоскоростного Газопламенного напыления. Так же были рассмотрен ряд порошковых материалов, обеспечивающих комплекс защитных покрытий при эксплуатации узлов и деталей, а также восстановление изношенных поверхностей. Все классы защитных покрытий объединяют требования по низкому уровню пористости, не превышающей 2- 3%. Эта характеристика является комплексной, так как определяет функциональные свойства покрытия, такие как твердость, вязкость, износо- и коррозионная стойкость, так и механические: адгезионную и когезионную прочность. Пористость определяется температурно-скоростные параметры процесса напыления и свойствами напыляемых порошков.
        

        
          One of the most effective and economically feasible ways to increase corrosion and erosion resistance is the application of coatings based on nickel. In this work, we will carry out a comparative analysis of gas thermal methods for applying nickel coatings based on nickel. The methods considered were: Detonation spraying, Plasma spraying, Thermal spraying, and High velocity oxygen fuel spraying. A few powder materials were also considered that provide a complex of protective coatings during the operation of units and parts, as well as the restoration of worn surfaces. All classes of protective coatings combine the requirements for a low level of porosity, not exceeding 2–3%. This characteristic is complex, as it determines the functional properties of the coating, such as hardness, toughness, wear and corrosion resistance, and mechanical: adhesive and cohesive strength. Porosity is determined by the temperature and speed parameters of the spraying process and the properties of the sprayed powders.
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