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      Аннотация

    
        
          Тема выпускной квалификационной работы: «Исследование и выбор оптимального состава смесей ХТС». Целью работы является попытка найти замену лучших зарубежных смесей на отечественные, проведены исследования их свойств и выполнен подбор смесей отечественных для обеспечения получения качественных отливок. Смеси изучались с точки зрения разных показателей, таких как живучесть, водоотмываемость и прочее. Были исследованы разные смолы, их состав и свойства, представленные в таблицах. Рассмотрены разные процессы формовки материалов, их достоинства и недостатки в сравнении с друг другом. Также в работе было рассмотрено влияние добавок на прочностные свойства холоднотвердеющих смесей, представленные в графиках. Показан песок и как он меняется в зависимости от промывки водой и наличия добавки. Процессом для исследования является Resol CO2. На основе этого процесса были составлены графики сравнения прочности на сжатие холоднотвердеющих смесей с разными смолами. Даны практические рекомендации по применению отечественных холоднотвердеющих смесей для получения качественных отливок.
        

        
          The theme of the final qualifying work: "Research and selection of the optimal composition of mixtures of no-bake system." The aim of the work is an attempt to find a replacement for the best foreign mixtures with domestic ones, studies of their properties were carried out and a selection of domestic mixtures was made to ensure the production of high-quality castings. Mixtures were studied from the point of view of various indicators, such as survivability, water washability, and so on. Various resins were investigated, their composition and properties presented in the tables. Different processes of forming materials, their advantages and disadvantages in comparison with each other are considered. Also in the work, the influence of additives on the strength properties of cold-hardening mixtures, presented in the graphs, was considered. The sand is shown and how it changes depending on the washing with water and the presence of an additive. The research process is Resol CO2. Based on this process, graphs were drawn comparing the compressive strength of cold-hardening mixtures with different resins.Practical recommendations are given on the use of domestic cold-hardening mixtures to obtain high-quality castings.
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